










they have not proven durable in exterior exposure and may require application of a refurbishing sealer at regular 
intervals.

primer. Always follow the paint manufacturer’s instructions when painting.

amount of material in order to evaluate and ensure satisfaction. Always follow the m anufacturer’s  instructions when
staining.

paintable or color matched, it should be compatible with MAXITILE siding and the material used for the trim.
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MAXIMUM WIND LOADS  TM

6d 
common 2 
inch long 

nails

No. 8 by 
1¼ inch 
long RPI 

C-drill 
screws

Fastener
Spacing

6 inches on 
center

6 inches on 
center

1 N/A – not applicable

2 Basic wind speed is the 3-second gust, miles per hour (km/hr), in accordance with IBC Section 1609.3 and IRC Section R301.2.
3 Basic wind speed is the fastest mile speed in accordance with UBC Section 1616.
4 Nail has 0.125-inch-diameter shank and 0.265-inch-diameter head

.

APPROVALS: In accordance with ICC-ES Legacy Report ESR-1381, MaxiPANELTM is compliant with the following codes: 2006 International Building Code 
(IBC) and 2006 International Residential Code (IRC). MaxiPANELTM lap siding is also recognized for application in the following: City of Los Angeles 

Research Report No. 25252, State of Florida listing FL # 11009, U.S. Dept. of HUD Materials Release 1338, Texas Department of Insurance Product Evaluation 
EC-56, and listing in Wildland Urban Interface Handbook (WUI). These documents should also be consulted for additional information concerning the 

Additional Installation Information, Warranties, and Warnings are available at www.maxitile.com.

MaxiPANEL

unprimed products, and 180 days (6 months) on unprimed products. For best results with unprimed products, prime

Never apply primer or paint to wet or saturated
paint when the air temperature is above 50°F (10°C).

(mph) for exposure category 

MAXITILE will not warrant and does not assume any responsibility for the performance or appear ld-applied primer and/or 
paint.

5 Wood speci�c gravity is 0.42 or higher. 
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